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Test Report

Sample Name: Anhydrous magnesium chloride

Client:

Manufacturer: /

Test Type: Entrusted Inspection
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Test Report

Client/Add:
Receipt Date: Jul.06,2023
Test Periods: Jul.07,2023~Jul.13,2023

The following sample information were submitted by client:

Sample Name: Anhydrous magnesium chloride
Sample Quantity: Ipc
Type/Model: /
Other Sample Information: /
Manufacturer/Add: /
Conclusion:
Test Sample Test Item Judge

. . Purity. Moisture content. Insolubie content
Anhydrous magnesium chloride d

(MgO)
Conformity judge: P-Pass F-Fail N/A-Not Applicable
(Seal)
Signed Date:Jul.14,2023
Edited by Reviewed by Approved by
3 "

:”ﬁﬁﬂaﬁmj A \ﬁthawj KTQI? Eﬁm‘@’u 7/%”8
Xiangyang Xu Yuhang Gao Junjie Zhang

Jul.14,2023 Jul.14,2023 Jul.14,2023
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Test Report

Test Item:Purity. Moisture content. Insolubie content (MgO )

1 Test Ambient:
Temperature:24~25°C Relative humidity:52~58%RH
2 Test Instruments:

Table 1 Test Instruments

No. Name Model Calibration expiration date
1 Automatic potentiometric titrator 005 0Oct.23,2023
2 Karl Fischer moisture meter R70KF Oct.29.2023
3 Atomic absorption spectrometer AAS-99( May.25,2024

J Test Method: According to the requirements of the entrusted unit
4 Test Result:

Judgment basis:According to the requirements of the entrusted unait

Table 2 Test Result
. Technical . . .
Sample name Test item : Testing result Unait Decide
requirements
Purity >99.0 99.68 % Pass
Anhydrous Moisture content <1.0 0.095 % Pass
magnesium chloride T —
nsolubie conten .
(MgO) <0.2 0.004 /o Pass
-—-The End of the Page---
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Attention

1 The report 1s invalid without the company's special inspection and testing seal.

2 This report 1s not allowed to be partially copied without our company's
permission.

3 The copied report 1s invalid without the company's special seal for inspection
and testing.

4 The report 1s invalid without all signatures of the persons who prepared,
supervised and approved.

S The report 1s invalid with self-modification, addition and deletion.

6 The company 1s only responsible for the test results of the tested samples.

7 The company is responsible for all the information in the test report, except the
information (including data) provided by the entrusting party. When the
information (including data) provided by the entrusting party may affect the
validity of the test results of the company, the company hereby makes a
disclaimer.

8 If there 1s any objection to the report, client shall lodge a complaint with the
company on the 15 working days from the date of receipt of the report. No late
application will be accepted.

9 The report can be used as scientific research, teaching, internal quality control
and other activities without CMA marking, and has no social proof function.

10 Samples submitted for inspection must be received within two months after
receiving this test report, and the overdue samples shall be handled by our
company, except for the special provisions of laws and regulations and technical

document.

Add 1: Building Al, No.999 East Gaolang Road, Binhu, Wux1, Jiangsu, China.Add 2: Building No.210, Xinzhou Road, Meicun Street, Xinwu, Wuxi, Jiangsu, China.

Web:/http://www.rellab.cn Complaints Tel: 0510-85620182



R E L Report No.WX230706-016

RELLAB Testing Page 4 of 5
S Sample photo:

Fig.1. The representative appearance photo of the samples before the test

---The End--
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